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A Rapid Photopatterning Method for Selective Plating of 2D 
and 3D Microcircuitry on Polyetherimide

Jose Marques-Hueso,* Thomas D. A. Jones, David E. Watson, Assel Ryspayeva,  
Mohammadreza Nekouie Esfahani, Matthew P. Shuttleworth, Russell A. Harris,  
Robert W. Kay, and Marc P. Y. Desmulliez

In this work, a method for the rapid synthesis of metallic microtracks on poly-
etherimide is presented. The method relies on the photosynthesis of silver 
nanoparticles on the surface of the polymer substrates from photosensitive 
silver chloride (AgCl), which is synthesized directly on the polyetherimide 
surface. The study reveals that the use of AgCl as a photosensitive interme-
diate accelerates the reactions leading to the formation of silver nanoparticles 
by up to two orders of magnitude faster than other photodecomposition 
schemes. The patterning can be conducted under blue light, with notable 
advantages over UV exposure. Polymers of significant interest to the micro-
electronics and 3D printing industries can be directly patterned by light 
using this photography-inspired technique at throughputs high enough to be 
commercially advantageous. Light exposures as short as a few seconds are 
sufficient to allow the direct metallization of the illuminated polyetherimide 
surface. The results show that the silver required for the seed layer is min-
imal, and the later copper electroless plating results in the selective growth 
of conductive tracks for circuitry on the light-patterned areas, both on flexible 
films and 3D printed surfaces.
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direct metallization[4] of modified photore-
sists,[5] which has the advantage that it can 
be directly patterned by UV photolithog-
raphy[6] without vacuum process steps for 
the metal deposition.

The metallization of polyimides has 
received particular attention, due to 
their mechanical strength, biocompat-
ibility, chemical resistance, and ability to 
withstand high temperatures. Different 
approaches have been followed to achieve 
this metallization, such as embedding 
silver nanowires,[7] decomposing metal–
organic compounds[8] or the activation of 
a palladium seed layer for future plating.[9]

One proposed methodology for the fab-
rication of metallic tracks on polyimides 
is surface modification by ion exchange 
and subsequent plating.[10] This method 
has the advantage of avoiding any vacuum 
processing steps. Moreover, the organo-
metallic bonds can be selectively broken 
by irradiation, enabling direct light pat-

terning. Finally, the use of a photoresist acting as a mold for 
electroplating can be removed from the manufacturing process. 
The nanoparticles (NPs) resulting from the photoreduction of 
the free metallic ions can then be used as seeds for subsequent 
plating. This also permits patterning by direct laser writing,[11] 
which could accommodate the selective plating of contoured, 
3D surfaces.

This manufacturing process has a plethora of advantages, 
but its industrial implementation has been held back as the 
photopatterning stage has been too slow to be implemented 
for mass production. Moreover, the exposure energy must be 
limited in order to avoid damage to the polymeric substrate.[12] 
These limitations have triggered a search for new processes in 
order to obtain faster nanoparticle formation.

One approach has been to use assisted photoreduction of the 
metallic ions with a mild reducing agent[12] such as methoxy 
poly(ethylene glycol) (MPEG), at the expense of long exposure 
times of over one hour. The photopatterning has also been 
replaced by selective surface modification using directed ink-jet 
droplets;[13] this however places limitations on manufacturing 
flexibility. Electric fields have also been utilized to assist the 
metallization process.[14] Selective site chemical reduction by 
dimethylamine borane solution[15] has shown a fast reduction, 

Flexible Electronics

1. Introduction

Micropatterning of conductive tracks on flexible substrates and 
contoured surfaces enables a multitude of novel packaging 
solutions.[1] This is an area of major research interest, with 
new additive techniques continuously being proposed, such 
as ink-jet printing,[2] plating of modified surfaces,[3] and the 

Adv. Funct. Mater. 2018, 28, 1704451



www.afm-journal.dewww.advancedsciencenews.com

1704451 (2 of 8) © 2017 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

but introduces new resist-based processing steps. A recently 
proposed method to reduce the damage to the substrate relies 
on the repetition of an iterative sequence of ion-exchange/
reduction/regeneration using up to 23 cycles,[16] making the 
method time consuming. In light of this, a solution for the fast 
photopatterning of polyimides for microcircuitry generation 
has yet to be found.

Silver ion exchange and nanoparticle synthesis by chemical 
reduction has been demonstrated for polyetherimide (PEI).[17] 
PEI has the same excellent properties as PI, and has many 
applications in medical, electronic/electrical, microwave, auto-
motive, and aerospace industries. Compared to polyimide, it 
has the advantage that it can be 3D printed, with fused depo-
sition modeling (FDM) filaments being commercialized under 
the names of ULTEM 9085 and 1010. This polymer is printed 
via FDM at a high temperature of 315–400 °C, which is ≈100 °C 
higher than other commonly used polymers for FDM. For this 
reason and its good flame retardant nature, it is reserved for the 
manufacture of high value objects in sectors such as aerospace. 
Moreover, it is USP Class VI compliant, which enables its use 
in medical devices.

The possibility to create customized circuitry on the sur-
face of 3D plastic substrates enables new applications, which 
is highlighted in the success of the laser direct structuring 
method used to create circuitry on 3D surfaces.[18] In this 
method, a metallic precursor is sprayed onto the surface of a 
sample before laser structuring. This is used to create molded 
interconnect devices, which are commonly used for cell-
phone antennas, automotive wiring components or in medical 
devices.

In this work, we present a method that enables the rapid 
photopatterning of polyetherimide for later selective plating. 
The method involves the production of photosensitive AgCl on 
the surface of the polymer. Conductive tracks on flexible sub-
strates are obtained. The method is also applied with similar 
results to PEI filaments used in FDM for 3D printing. This 
work is relevant to the microelectronics industry as well as the 
3D printing manufacturing sector.

2. Results and Discussion

The process to obtain the metallic tracks is shown in Figure 1a. 
After degreasing, the samples were immersed in a 15 m KOH 
bath at 50 °C. The high alkaline conditions were required to 
modify the surface of the resistant PEI. Under these condi-
tions, the imide ring (OCNCO) opens and becomes 
an amide (NCO). The remaining part of the ring presents 
an open bond that allows the attachment of a potassium ion. 
In a later immersion in silver nitrate solution, the silver ions 
replace the potassium by ion exchange in a well-known reac-
tion,[19] which results in the production of silver polyamate, as 
shown in Figure 1b. The process can be monitored by infrared 
spectroscopy. Figure 1c shows the Fourier transform infrared 
(FTIR) spectra of ULTEM 9085 samples at different stages of 
the process. The absorption lines of an untreated sample are 
displayed in black. Characteristic lines for imide group appear 
clearly at 1370, 1710, and 1780 cm−1. These correspond with the 
CNC, CO symmetric, and the CO double bond asym-
metric stretches of the imide ring, respectively. After treatment 
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Figure 1. a) Process to achieve the metallization of polyimide and polyetherimide. The sensitization step is crucial to achieve a fast process.  
b) Hydrolysis breaking of the imide ring. Potassium ion was replaced by silver using ion exchange, which produced silver polyamate. c) FTIR of the PEI 
at different stages of the process. d) TEM cross-section of ULTEM 9085 treated sample revealing the NPs on its surface.
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with KOH (red line), these peaks are attenuated, which denotes 
the opening of the imide ring. New peaks appear, namely the 
amide I and II vibrations, at 1650 and 1550 cm−1, respectively. 
After immersion in silver nitrate solution, the silver atom 
replaces the potassium atom, which does not translate in any 
major change of the FTIR spectrum (green line). Figure 1d 
shows the cross-section of an ULTEM 9085 sample after silver 
treatment and reduction as described previously. The silver 
nanoparticles have been synthesized as a few hundred nano-
meters thick layer on the surface of the sample.

Light exposure under the correct conditions induces the for-
mation of nanoparticles as a result of the photodecomposition 
of silver polyamate and therefore the reduction of the silver 
ions (Ag+) to the metallic state (Ag0). Selective etching can 
remove the silver compound of the unexposed areas without 
significantly affecting the nanoparticles. The nanoparticles 
can then be used as a seed layer for electroless copper plating. 
Two approaches have been applied in order to speed up the 
nanoparticle formation: sensitization and exposure parameter 
optimization.

2.1. Sensitization

The first approach to accelerate the production of silver nano-
particles is to modify the photosensitive compound. Silver poly-
amate photodecomposes slowly.[11] For this reason, the process 
can be accelerated through the use of an intermediate with a 
higher photosensitivity. AgCl has been chosen here due to its 
high photosensitivity[20] and its ease of synthesis. After the 
immersion in silver nitrate and a deionized (DI) water rinse, 
a short immersion in 0.01 m KCl in ethanol: water (3:1) was 
performed. This results in the rapid amalgamation of the chlo-
ride and silver ions in a well-known reaction, where the highly 
insoluble halide salt AgCl is precipitated on the surface of the 
film, as the following reaction

)(+ → ++ +Ag KCl K AgCl s  (1)

Light exposure can trigger the photocatalysis of the white 
component AgCl into metallic silver and chlorine gas

)() )( (→ +2AgCl s 2Ag s Cl g2  
(2)

Figure 2 shows the photopatterning of ULTEM 1000B under 
illumination from a UV mask aligner (i-line from mercury 
lamp at 365 nm) and a chromium mask. When KCl was used, 
very short exposures of 3 s at 11 mW cm−2 achieved the pat-
terning of the sample. The optical contrast increased for higher 
exposure times. In the presence of KCl it took only 30 s to 
achieve a comparable optical contrast to samples exposed for 
1 h without KCl. This represents a time difference between the 
processes of two orders of magnitude. The photodecomposi-
tion of AgCl resulted in a red color, as other authors have also 
observed.[21] This color could be due to the possibility of having 
metallic Ag on AgCl,[21] with the refractive index of AgCl being 
≈2 in the visible range.[22] The proximity of this high refractive 
index material to the silver nanoparticles could redshift the 
plasmon resonance. The visible color of NPs is also influenced 

by particle size[23] or possible agglomerates.[24] If the NPs are 
large, ultimately the samples would appear silver-plated, as 
shown later.

Two analytical techniques were applied to verify the presence 
of AgCl. Figure 3a shows the X-ray diffraction (XRD) pattern of 
a PEI ULTEM 1000B sample after silver treatment, immersion 
in KCl solution, and light exposure. The image shows a series of 
peaks that adjust to metallic silver (JCPDS card 00-004-0783 for 
fcc silver) and AgCl (JCPDS card 00-031-1238). Figure 3b shows 
a scanning electron microscopy (SEM) image of a KCl treated 
sample unexposed to light. The SEM imaging was difficult to 
obtain because the substrate was nonconductive and photosen-
sitive—making it susceptible to the incoming electrons causing 
the unwanted release of Cl and leaving metallic Ag behind. The 
analysis was performed as quickly as possible to avoid excessive 
surface modification, although some modification is expected 
due to the high energy of the electrons and the photosensitive 
nature of AgCl. The results revealed a high content of silver 
(7% atomic), and lower amounts of Cl (1.6%) and K (0.9%) and, 
because the Cl content exceeded the K percentage, some of the 
chloride was likely contained as AgCl. The Ag content was much 
higher, which could have come from two effects. First, it is pos-
sible that some silver failed to react with Cl and some amounts 
of silver polyamate remained after the KCl immersion. How-
ever, Ag is known to react readily with halide ions, and it could 
be expected that most of the silver had reacted when exposed to 
Cl ions. Second, and more likely, the electron beam of the SEM 
reacting with the AgCl film could have released part of the Cl in 
gaseous form, and left behind solid metallic silver. This could 
explain the excess of silver when using this technique.

After the photopatterning of samples, it was necessary to 
remove the silver residues from the unexposed areas in order 
to be able to obtain selectivity when plating. Without this stage, 
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Figure 2. a–f) Photopatterned 1000B ULTEM polyetherimide samples  
at different exposure times when sensitized with KCl. g) Sample without 
KCl treatment, showing a longer required patterning time. h) 7 × 7 cm2 
patterned flexible sample. i) 18 µm wide tracks (detail from (f)).
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the entire surface would become plated. The remaining AgCl 
was dissolved using ammonia. The ammonia tends to form 
diamine silver, which is a stable and soluble compound. The 
reaction follows the formula

AgCl 2NH Ag NH Cl3 3 2( )+ →  +
+ −

 
(3)

A diluted solution of sulfuric acid was then used to remove 
any possible remaining Ag+.

Systematic experiments have shown that the most effective 
cleaning consists of an initial immersion in ammonia (35%, 
20 s) followed by a rinse in DI water, and finally immersion in 
sulfuric acid (H2SO4, 5%, 3 min). A sample prepared following 
this methodology is shown in Figure 4. The plating process con-
sisted of a single immersion in the copper electroless plating 
bath described in the Experimental Section. Plating under these 
parameters was selective and 18 µm wide tracks can be perfectly 
defined (Figure 4b). The resistance along the black arrow in 
Figure 4a has been measured as 40 Ω using a two-point probe 
station. The metallic surface was composed of small compacted 
Cu grains, which is an indicator of high quality and good con-
ductivity for electroless plated copper (Figure 4c). While 18 µm 
is a functional size, the technique allows further miniaturiza-
tion. One of the main limiting factors on the critical feature 
size is the arithmetic average roughness (Ra), which can be very 
small in the case of PEI (in our samples it was measured as  
Ra = 12 nm by profilometry). The feature size has been reduced 
to 2 µm platted lines (see Figure S1, Supporting information).

2.2. Effect of Exposure Wavelength and Dose

The patterning process can also be improved by optimizing 
the exposure parameters as both wavelength and power are 
relevant to trigger the silver photoreduction.

Figure 5 shows the optical contrast of the photopatterned 
ULTEM 1000B silver and KCl treated samples. Different 
wavelengths at the same power were used, with a low power  
(110 mW cm−2) chosen to avoid thermal damage. There has 
been a trend in the literature[12,19] to use light in the UV range 
to achieve selective NP synthesis since UV photons carry more 
energy and are more easily absorbed by most materials. How-
ever, in this work, wavelengths in the range of 410–470 nm 
have been shown to be more effective than 375 nm. The lower 
efficiency at short wavelengths could be due to two reasons. 
The first is a possible competition between the polymer and the 
KCl layer for available photons. Polyetherimide is transparent 
in the visible spectrum, but it absorbs very strongly at wave-
lengths shorter than 400 nm resulting in less photons available 
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Figure 3. XRD spectra of a sample of PEI after silver treatment, KCl sensitization, and 10 min light exposure. b) SEM from a KCl treated sample, 
unexposed with light. The EDX analysis reveals Ag, Cl, and K content (atomic percentage).

Figure 4. a) Photopatterned sample after 5 min 30 s Cu plating. b) Detail 
of the sample showing 18 µm tracks. c) SEM image of the surface of 
plated copper showing a compact surface of small grain structure.
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to dissociate the AgCl. However, this explanation is less likely 
as the silver layer on top of the PEI will reflect and absorb the 
majority of the oncoming light, thus shielding the PEI layers 
underneath. The second more likely explanation is plasmonic 
resonance enhancement.[25] In this case, the growing metallic 
NP could benefit from a larger optical absorbance due to the 
localized surface plasmon resonance.[17] This would gather the 
incoming light more effectively. The plasmon resonance of 
silver NPs is located at the blue part of the spectrum, which 
would explain why blue light is more effective than UV to syn-
thesize the NPs.

The use of blue light has important practical advantages 
compared to UV exposure, which include safety, costs, and 
easy availability of sources. It also allows for the use of higher 
intensities to be applied. Moreover, the use of discrete sources 
has the advantage over flood exposure in that it can be focused, 
enabling future laser patterning without the need of a photo-
mask. Finally, blue light is less damaging to polymers than UV 
wavelengths.

For these reasons, a high-power blue LED was used for sub-
sequent experiments. The peak power of 12 W cm−2 provided 
a good compromise between providing a fast patterning while 
avoiding unwanted thermal effects and not producing visible 
damage to the polymer surface. Figure 6 shows the achieved 
patterning without (a) and with (b) KCl treatment. The expo-
sure times revealed that the patterning was achieved sig-
nificantly faster than with UV flood exposure. When KCl was 
applied, the samples exposed for 3–10 s produced an optical 
contrast similar to the sample exposed for 10 min without 
KCl treatment. Moreover, the intensity profile of the LED was 
a Gaussian shape with full width at half-maximum = 2.2 mm. 
This meant that the intensity a few millimeters away from the 
center was significantly smaller than at the central point (about 
100 times lower just 2 mm away from the center). In light of 
this, the exposure time to achieve photopatterning was reduced 
by more than two orders of magnitude.

Figure 6c shows the absorbance of the KCl processed sam-
ples. The absorbance at wavelengths lower than 400 nm was 
due to the PEI polymer. While the nucleation and growth of 
the metallic NPs was monitored in the time span, the small 
difference in intensity from 3 to 10 min of exposure produced 
an insight into the saturation time of the reaction. A clear peak 
appeared at 450 nm, due to the localized surface plasmon reso-
nance of the silver NPs. This peak exhibited a broad tail in the 
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Figure 5. Optical contrast of patterns obtained at different wavelengths 
on ULTEM 1000B (width of patterned tracks: 1.2 mm).

Figure 6. a) Patterning on ULTEM 1000B using 460 nm LED without KCl. b) Patterning using a 30 s immersion in KCl. c) Optical absorbance of the 
patterned regions for samples with KCl. d) Optical density at 450 nm. e,f) FESEM image of the surfaces for exposed samples without and with KCl 
treatment. g–j) Their corresponding surface after copper plating during 20 min.
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entire visible spectrum, which is a common 
feature of samples with polydispersity of NP 
sizes,[26] justifying the red hue of the pat-
terns. Figure 6d shows the optical density of 
the films at 450 nm, revealing saturation for 
10 min exposure. The SEM analysis of the 
samples reveals difference between samples 
processed without/with the KCl treatment. 
For 10 min exposure, the NPs of the sample 
without KCl treatment are not visible by SEM, 
possibly due to their small size (Figure 6e). 
Silver nanoparticles of only a few nanometers 
in size are known to present a clear localized 
surface plasmon resonance, while their size 
would be too small to be observed by SEM. 
On the surface of the KCl treated sample 
(Figure 6f) large silver NPs of average size 
141 nm are formed. These NPs are located 
in a film ≈100 nm thick (see Figure S2, 
Supporting Information). The formation of 
this layer enables activation of the surface 
and plating. The samples have then been 
washed with sulfuric acid and ammonia, 
and immersed in copper plating solution for  
20 min. Figure 6g shows the sample without 
KCl treatment after the plating process high-
lighting that no observable growth of copper 
has occurred. Conversely, the sample treated 
with KCl presents a deposit of compact copper 
(Figure 6g). This film is 359 ± 45 nm thick, 
and its conductivity is high at (3.1 ± 1.5) ×  
107 (Ω m)−1, which is half of bulk copper, 
(5.96 × 107 (Ω m)−1). Optical microscopy and 
naked eye inspection additionally reveal that 
the sample treated with KCl has a compact 
deposit of copper after the plating (Figure 6j).

In further experiments, the ion exchange silver treatment 
was also shown to work for polyetherimide ULTEM 9085, which 
is used in 3D printing. With low exposure times at 460 nm  
(12 W cm−2), the exposed area became yellow (Figure 7a), 
which agrees with the color of small silver nanoparticles. After 
2.5 h (Figure 7b) the color has become reddish, which could be 
explained by the agglomeration of silver nanoparticles, which 
red-shifts the plasmon resonance. Finally, at long exposure 
times over 20 h (Figure 7c), the sample has a metallic silver 
look, which occurs when the NPs coalesce into larger silver 
structures. The resistance of this last sample was 44 ± 0.2 Ω 
for an electrode distance of 0.42 mm. This resistance is very 
low for a sample that has not been copper electroless or electro-
plated, but only treated with blue light.

The long exposure time however would prevent any indus-
trial use. Moreover, the new exposure parameters have the 
inconvenience of producing some surface damage during these 
prolonged exposures. Figure 7d shows a sample exposed for 
one hour. The optical profilometer measurements reveal that 
the substrate had recessed by 70 nm in one hour (Figure 7e,f). 
This result is in line with photodegradation values for polyimide 
Kapton 200 HN (DuPont).[27] In order to avoid this damage, it is 
necessary to reduce the exposure time.

A faster reaction was achieved when using the KCl treat-
ment. Figure 8a,b shows two samples that were silver treated, 
optically exposed for one minute and electroless plated, the first 
without KCl treatment and the second one with. While the first 
sample had not modified its appearance after plating, the KCl 
treated sample showed a clear deposit of copper. The low defini-
tion of the boundaries was due to the use of a planar chromium 
mask for photoexposure on the curved surface of the plastic 
filament, which produced diffused light away from the contact 
point. However, in the central contact region it was possible to 
observe the two horizontal thin lines (35 µm wide) of the mask. 
Figure 8c shows a 3D printed sample where the treatment with 
KCl and later electroless plating was performed. A 310 µm 
wide copper track was selectively deposited with a resistance of  
18 ± 0.2 Ω for an electrode distance of 3.0 mm.

3. Conclusion

A fast photopatterning method to synthesize silver nanoparticles 
on polyetherimide has been developed. The synthesis of AgCl 
as photosensitive intermediate accelerates the photo reduction 
and formation of nanoparticles, which can be obtained  
in 3 s, representing a speed by up to two orders of magnitude in 

Adv. Funct. Mater. 2018, 28, 1704451

Figure 7. a–d) Polyetherimide ULTEM 9085 silver treated samples exposed at 460 nm.  
e–f) Profilometric measurements of (d), which was exposed for one hour.
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relation to unsensitized samples. The optimization of the expo-
sure parameters has shown that the use of blue light was more 
convenient and efficient than UV exposure. The light-induced 
synthesis of silver NPs enables the selective plating with copper 
of the light treated areas, obtaining conductive tracks. Tracks as 
small as 18 µm have been fabricated, which enables their use 
for microcircuitry. The method has been demonstrated to work 
for flexible polyetherimide films as well as for polymer material 
used for 3D printing.

4. Experimental Section
Polyetherimide sheets (75 µm thick grade 1000B ULTEM) were 
purchased from Cadillac Plastics, U.K. Polyetherimide 1.75 mm diameter 
filament for FDM, ULTEM 9085, was purchased from Stratasys Ltd. The 
remaining chemicals were obtained from Fisher Scientific, U.K.

The samples were cleaned with isopropanol for degreasing before 
treatment. The samples were immersed for 15 min in a heated 
potassium hydroxide (KOH, 15 m) solution bath at 50 °C. After rinsing 
with DI water and ultrasound agitation, the substrate was submerged in 
a 0.1 m silver nitrate (AgNO3) solution for 15 min, and a new DI water 
rinse was performed. When the KCl treatment was applied, the samples 
were submerged in a 0.01 m KCl solution (ethanol:water, 3:1), for 30 s, 
and were then allowed to dry under ambient conditions.

Two different light sources were used for the exposure. (1) A 
photolithography mask aligner (11 mW cm−2 at 365 nm) for flood 
exposure, and (2) a high-power LED at 460 nm (1 W) for local exposure. 
A chromium mask was used for selective exposure. The removal of 

metallic residues after optical exposure was performed by immersing the 
sample in ammonia, a rinse in DI water, an immersion in diluted sulfuric 
acid, and finally a rinse with DI water. The optimal parameters for the 
flexible film ULTEM 1000B were 20 s in ammonia (35%) and 3 min in 
sulfuric acid (5%). Optimal parameters for the filament ULTEM 9085 
were 15 s in ammonia (17%) and 20 s in sulfuric acid (5%). After this, 
the samples were plated in an electroless copper solution comprising 
of 15 g L−1 copper (II) sulfate pentahydrate, 20 g L−1 sodium hydroxide, 
70 g L−1 sodium potassium tartrate, and 77 mL L−1 formaldehyde 37%. 
The solution was made up to the procedure outlined within[28] and the 
samples were immersed for a period between 20 and 30 min at 20 °C.

FTIR measurements were obtained with a Perkin-Elmer Spectrum  
100 FT-IR spectrometer in attenuated total reflection (ATR)
mode. SEM images were taken using a Quanta 3-D FEG from 
FEI Company, USA. XRD measurements were performed with 
a D8 Discover, from Bruker Corporation (λ = 0.15418 nm).  
Optical absorbance was measured using a Perkin-Elmer LAMBDA  
950 UV–Vis Spectrophotometer. Polyetherimide ULTEM 9085 was 
3D printed applying an extrusion temperature of 315 °C, and a bed 
temperature of 195 °C.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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